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Geopolymer Concrete (GPC) is a sustainable alternative to Ordinary Portland Cement{©OPC), feducing global
CO; emissions by 8-10% using industrial by-products such as fly ash, slag, metakaolin andgSilica fume. This
approach not only reduces landfill waste and environmental pollution but alsogaligns with global sustainability
goals. Extensive research highlights the increased sustainability of GPC, whi€h includes excellent resistance to
chemical corrosion, fire and elevated temperatures, rapid strength development anddeng=term structural stability.
This study undertakes a comprehensive review of the existing literature oniGPC, with a special focus on the
applicability of Indian Standard (IS) codes for mix design and optimization of curing methods. However, despite
significant research progress, GPC remains excluded from building co@es in many regions. Given the absence of
a dedicated design code for GPC, the review evaluates standardized testiprotocols for fresh and hard properties
tailored to India's climatic conditions. The data for this analysis were systematically extracted from the Scopus
database and non-Scopus journals, providing a solid foundation for critical evaltiation, presented in a consolidated
way to give a clear and focused context. This study validatesfGPC s a sustainable alternative to conventional
concrete in India. However, optimization of mix design parameters, curing methods and durability performance,
along with standardized guidelines, is required for widespread ad@ption. These findings provide important insights
for researchers and practitioners to develop environmentally friendlydeonstruction technologies.
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HIGHLIGHTS

— The study summarizes state of the artiresearch along with provisions of Indian standard codes for
geopolymer concrete adoption.

— Effective curing methods of geop@lymer concrete for Indian weather conditions with their merits and
demerits are discussed.

— The study extracts feature ofgecuringgappreaches implemented by researchers through a systematic
summary of binder materials’ influence on curing methods.

1 Introduction

Portland cement has been used in theigenstruction sector as the major cement in concrete, but its carbon footprint
and the environmental burden have triggered scientists to seek environmentally friendly alternatives. Geopolymer
Concrete (GPC) has begun to get attention as an innovative material, which is manufactured using alkali activation
of aluminosilicate matefials like low-calcium fly ash and Ground Granulated Blast Furnace Slag (GGBS). Sodium
or potassium-based alkali“selution’can be used to prepare GPC that provides sufficient strength to the mix
(Rajamane et al., 2011; Provisietal., 2015). Using this, the binding system is obtained through a process termed
geopolymerization“that sets at room temperature and emits very low amounts of CO2 when compared to the
traditional procedures‘@f,cement manufacturing (Davidovits, 1993). The output product has a high compressive
strength and {6Wadryingsshrinkage with an exceptional chemical attack resistance to sulfates and acids (Rangan,
2014), renderingiit,advantageous in adverse conditions of marine structures, wastewater plumbing systems and
industrial structuresi{®avidovits, 1990). In addition to the reduced amount of waste, GPC is claimed to have less
energy demands, less dependency on landfills, making a stronger case in sustainable development since it will
reusgiindustrial by-products such as fly ash and slag in the mix (Rajamane et al., 2011) addressing United Nation’s
(UN’s) Sustainable Development Goals (SDG) including Industry, innovation and infrastructure (SDG 9),
Sustainable cities and communities (SDG 11), Responsible consumption and production (SDG 12), Climate action
(SDG18).

GPC has evolved as a more sustainable replacement of the conventional Portland cement concrete to reduce
CO:2 emissions and increase resource utilization (Anuradha et al., 2011; Lloyd and Rangan, 2010). The cement
industry in India has gained immense growth with an output of more than 400 million tons in 2023, placing India
as the second-best cement producer in the world after China. As a consequence, there is a nearly 4 times increase
in CO2 emissions since 2000, up to 177 million Metric Tons (Mt) CO2 in 2023: this contributes to 6 percent of
India's total fossil and industrial emissions and 11 percent of global cement emissions. Owing to the increasing
demand for infrastructure, the emissions would increase even further (lan Tiseo, 2025). To address the impact of
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a large level of cement production on an increase in greenhouse gas emissions, GPC is the right solution for
attaining environmental and economic sustainability. In order to address the peculiarities of the chemical behavior
and curing specifications of the GPC, a specific standard code should be developed to promote the usage of
GPC. IS 10262:2019 is the Indian standard code (IS) for concrete mix design and it has acted as a reference
document towards the traditional practice of concrete and has implemented uniformity in the projects. IS forms a
strong foundation concerning strength-based mix-design for GPC, but does not focus on activator concentration,
binder-to-sand ratios and specific gravity of raw materials, which are essential to evaluate GPC s functioning. The
development of IS to accommodate these parameters, together with standardized curing methods for GRE, would
establish a specific mix-design framework to ensure uniform quality and enable large-scale implementation. The
guidelines that are currently used are either a derivative of the Portland cement recommengations with minimal
modifications or created using empirical and iterative methodologies like the hit-and-trialmethodswhich is known
to be very ineffective in reproducibility between different laboratories (Parveen and Singhal;2017). Although a
number of studies suggest some changes in IS code to be applied for GPC, they often"do not/€onsider some
important variables like activator concentration, Si/Al ratio and the reactivity of a binder, whieh*have a decisive
impact on performance (Lahoti et al., 2017). Also, there is currently no known stapdard where modern computation
methods like Artificial Intelligence and Machine Learning (AI/ML) are bging applied for the prediction of
compressive strength, thus restricting their accuracy and experimentation. work (Revathi et al., 2024). The
widespread use of Al in construction should be primarily a government responsibility, as it accelerates and
simplifies communication between all stakeholders (Valery et al., 2023). T@y,address these gaps, it is
recommended that national standards be updated to incorporate perfoftnance-based“and material-specific criteria
for geopolymer systems, integrating empirical research on local materialsiand laboratory validation under various
scenarios like fire, chemical attack, etc. Establishing such frameworks would nét.only enhance structural fire safety
but also promote the use of sustainable cementitious matepials, supporting both safety and environmental
objectives in Indian construction practice (Lahoti et al., 2019),

In addition to mix design, curing conditions play an important r@ledn achieving the desired strength, especially in
alkali-activated systems. Contrary to conventional concrete, the“latter is typically heat cured through steam or
oven curing, speeding the geopolymerization reaction to attain the?best mechanical performance of the mix
(Rangan, 2014). It has been found that ambient curing alone is not capable of providing the required strength.
This confirms the importance of controlled temperatdre in the early stages of curing (Vijai et al., 2010). It has been
found that high temperatures of 60 °C to 100 °@'for 24*36 hours can have a substantial enhancement in the
compressive strength, particularly in the fly ash=baséd mix€s (Hardjito and Rangan, 2005). Also, introducing
chemical additives into concrete, particularly naphthalene sulfonate-based superplasticizers, has been known to
enhance efficiency and general performance of the numérous curing processes (Rangan, 2014). Over the past
years, significant studies have been conducted regarding means of improving the strength and structure of GPC
using supplementary procedures, such as integtation of multilayered natural-fiber composite (Mani et al., 2025).
GPC made of fly ash, specifically, has€enramiitem of interest because it is both cost-efficient and environmentally
friendly. These results can be explainedbythe large number of reviews pointing to the overall effects of precursor
composition, alkali activator concentrationand environmental conditions on the properties of geopolymer
concrete.

This review paper is devoted to study, of the curing processes, as well as IS codes and mix designs, which
contribute to the GPC performance. It brings out the basic ideas pertaining to Indian code provisions and their
applicability for GPC. The different materials, types of curing, activator solution ratio and tests conducted are
discussed, along with th&ir implications on curing needs and strength gains. All the possible codes of IS applicable
in this regard have been listed and’shown in a consolidated way so as to give a clear and focused reference to
researchers and practitionerstinvolved in geopolymer concrete research. Figure 1 suggests a clear description
of the major eleménts and operations that comprise the GPC production process. It points out the key construction
materials, curing procedures and mix design patterns.
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Fig. 1. Composition, Curing techniques and Different MixfDesign Appreaches, schematic for GPC

ments; that is, the non-standardized curing
he GPC. Laboratory studies usually use
controlled heat curing, but in practice, the weather conditions can cause changes in the properties of concrete
and logistical constraints make this impossible to implement other methods of curing. This lack of uniformity affects
mass application and restricts its applicability in different construction environments. Although the international
standards, such as American Concrete Institut

pplicable, the IS Codes are specifically developed
in such a way that they address local Indian con ich include, material availability, weather patterns,
seismic activity and soil conditions. These d for private/government projects, ensuring they meet

es. Improper curing methods may lead to poorer concrete,
dards of maintenance. The narrative on curing methods and their

Source
SCOPUS

Total Mo. of Documents - 5130

Fig 2. Country-wise leaders in GPC research (Data source: Scopus)
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1.2 Two Decades of Progress: India's Geopolymer Concrete Research Maturity (2007-2024)

Huge infrastructure demands have driven India and China to conduct the maximum GPC research globally in the
design of mixes and in curing practices (Figure 2). The majority of the research originates from Asia and Europe,
leaving Africa and smaller countries far behind. Publication trends (Figure 3) in Scopus (2007-2024) reveal India's
growing GPC research with 888 papers, reflecting the increased focus on sustainable constructiofy. Data shows
that curing research (133 research papers published in 2022 and 120 research papers in 2024)ideveloped at
22.3% annually since 2016, focusing on heat/ambient/steam curing. The mix design studies ftave groewn more
rapidly (39% per year), up to 26-27 papers in 2022-2024, as compared with 1-2 papers in 2016, to accommodate
the demands of sustainable formulations. These trends show the increasing efforts of India to come up with viable
curing options and green mixes in order to render construction sustainability.

® Curing 4 Mix Design

180
160
140
120
100

80

Number of documents

Year
Fig 3. Year-wise distribution of Indiangesearch publications (Data source: Scopus)

Overall, it is possible to note that the analysis period (2007-2024) observed the evolution of the Indian research
on GPC, which advanced the foundational stddies and thegpoptimization at the laboratory level, crossed the
threshold of large-scale practice, durability testing,“impact©n the environment and field implementation, the full
characteristics of which are both scientific and industrial, The prominent growth over the last couple of years
highlights India's role as a major player ‘iApterms of sustainable construction technology in the international
scenario (Abdullah et al., 2024).

2 Materials and methods
2.1 Mix design and Indian Standard (IS) previsions for GPC

Within the GPC mix design, various‘approaches have been considered to achieve the best performance, ensuring
practicability and consistency. One of the,approaches is the strength-based mix design given in IS 10262 code
applicable to ordinary Portland cement concrete. Anuradha (Anuradha et al., 2012) modified this approach to
GPC by correcting some, parameters to suit the peculiar behavior of alkali-activated systems by using fly ash and
GGBS. Based on the required strehgth, this method offers a reliable mix design while complying with India's
official construction standards. MNevertheless, its versatility is constrained by the complicated chemistry of
geopolymerizationjthat cannot be overcome completely based on the principles of the traditional design mix. In
another study, fly asipGPC has obtained stable strength gain and workability behavior under the mix design
process using,lS codes (Patankar et al., 2015).

The hit-and-trialimethod, on the other hand, has become very common in experimental works, more precisely
where one has to'werk on a fresh material or a combination where it has no established guidelines to follow.
Despite its flexibility and responsiveness to various material properties, such an approach is time and resource
consyming and tends to bring inconsistencies across the batches and even across the laboratories. To overcome
these limits, statistical measures like the Taguchi method have been initiated to streamline the number of
experimental tests to be effective. According to a study by Tanakorn P. (Tanakorn P. and Chattarika P., 2018),
the design oféFaguchi experiments has been successfully implemented in the concrete made of alkali-activated
high-calcium fly ash, which allows for determining the most advantageous mixing parameters with the lowest
amount of experimental work. Its higher degree of accuracy and reproducibility can be a drawback in comparison
with the prevalence of application of the method in everyday building practice, as it requires complex data analysis
and specific knowledge.

An upcoming method to follow is alkali solution dosage based on the activator-to-binder ratio mix design approach,
where no emphasis is on the volume of alkaline solution since the presence of binder is given equivalent focus.
The impact of the concentration of Sodium Hydroxide (NaOH) and the activator-to-fly ash ratio is also presented
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by Pavitra (Pavithra et al., 2016), under which the researchers emphasized that the desired composition of the
mixture in terms of the chosen mechanical properties could be achieved when the appropriate amount of NaOH
and the activator-to-fly ash ratio were maintained. The technique also considers chemical reactivity and specific
gravity of the raw materials and hence enhances consistency in the mixing. However, it needs well-managed
conditions of solution formulation and curing, which may be beyond the field's conditions.

The mix design method based on the binder-to-sand ratio aims at obtaining balanced interactions,between the
paste and the aggregate so as to ascertain performance and structural integrity. A combinatién of ‘grkading and
volume optimization is advocated (Rawat and Pasla, 2024) to maximize packing density in lightweighty,GPC.
Though this method can be used effectively in improving the fresh and hard properties, comprehensive
characterization of the aggregate components is needed, which makes the whole formulati®f process even more
complex and costly.

2.2 Artificial Intelligence and Machine Learning (Al/ML) Prediction Methods

Optimum mix design and curing conditions of GPC remain complex because of the existence of a nonlinear
relationship between factors such as the molar concentration of the activatorgsolution, curing temperature and
mixing proportions. Conventional approaches are not effective and this aspect'shows'the importance of proposing
new predictive models (Sobuz et al., 2025). Even though Artificial Neural Network{(ANN);"Adaptive Neuro-Fuzzy
Interface (ANFIS) and Gene Expression Programming (GEP) based Al/ML“models predict the properties of
mechanical components successfully (Anwar et al., 2025).They are usually not interpretable to make practical
changes in mixes (Sobuz et al., 2025). Combined effects of variables, including the duration of curing and
aggregate type, have been largely ignored in many studies (Nazar et al.;"2023; Anwar et al., 2025). The recent
explainable Al methods, such as SHapley Additive exPlanations (SHAP) ang Partial Dependence Plot (PDP)
enhance the transparency (Sobuz et al., 2025), but full-scale frameworks that combine predictive accuracy with
practical verification are yet to be developed (Anwar et al., 2025). Future work should focus on combining different
ML models to optimize GPC mix design and curing processes fapsustainable construction. These predictions can
then be verified by evaluating the structural performance of the components using advanced numerical modeling,
as summarized in Table 1.

Table 1. Advanced Modéling and ML for GPC Validation

Model Tvoe Purpose / Key Input Performance / References and
yp Application Parameéters Outcome Notes
Accurately simulates
Validate structural Geometry. material cyclic behavior within
Numerical performance of prop)(;’rties 10% of experimental (Saloma et al.,
Modeling GPC corr|1|poner|1ts SO ary datla. !Ene}tilesd _202;3);. HI%h_ﬂ(?e“-ty
(ANSYS FEM) | (€9~ wall panelsiy - jisions, loading analysis ot foa simulation for design
under cyclic atter’ns capacity, ductility and validation.
loading. P ) stress distribution
across openings.
Predict pre%?:tliiﬁe:c@ggcy (Ramujee et al.,
Machine N mDressive Binder ratio, with R2 > 0.95. Uses 2024); Ahmad et al.
Learning (ANN, P activator ratio, - (2021); Lab-based
strength of GPC ) k-fold cross- X
GPR) : 4 curing age. C data-driven
from mixgdésign. validation for robust .
oo modeling.
lab calibration.
Maintains reliable
accuracy with RMSE | (Haruna et al., 2025);
Ensemble ML Predict strength for Fly-ash mix < 3 MPa under (Ziolkowski et al.,
field/variable curing | proportions, curing variable on-site 2021); Suitable for
(AdaBoost)
conditions. parameters. curing. Enhanced real-world
generalization for applications.
practical use.

The integration of Finite Element Modeling (FEM) with ML creates a robust framework for validating and optimizing
geopolymer concrete. FEM provides high-fidelity structural simulation, while ML models offer accurate property
predictions. Together, they enable data-driven, efficient design and performance validation for GPC components.

2.3 The conventional approach based on IS Codes

All the mix design methodologies possess unique benefits, such as design based on strength (IS 10262),
optimization based on Taguchi method and all face the issue of flexibility, resource consumption and technical
practicality. The more integrative approach could be in the hybridization of such approaches, with the
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effectiveness of statistical modeling being combined with real-world adaptations of the statistics to the properties
of materials and constraints of the environment. The protocol should be streamlined to make it simpler so that
accuracy is not lost and to gain more widespread use of GPC in sustainable construction industries. Figure 4
shows the systematic procedure for developing mixture proportions of GPC.

D D D e P

- b A
5 C..rade‘ solution to binder Fstémate Select Water Conteﬂ =
esignation Ratio {.’n'b] Air Content Bosed cn oggregate size and 1
Determine the Target Mean Based on exposure conditions Amount of entrapped workobilieemsirement [shmp) :
Shength cnd target strangth air to be exsected 1
I
JS—— @ ___________ @. _________ @----------,x
f
: Calculate Aggregate Determine Proportion of Calculate Cement®
I Contents Coarse and Fine Aggregates nnt
|
1 Assume density of concrate Zona of fine aggregate Fromf$elected Splution fo binder
1 miic and doliNonicantent
|
\

R R LV D

Mix Trial batch Adjustme or Final
calculation proportions Field Condit Mix Design
Mix zalculations per unit Waorkakbility {slump cr Surfdge mo EflL-rE in aggiegates Bindsr: Fina Aggregate : Coarse
velume of concrete compaction facter), Density, {free watag), Absorption of

! Aggregate : Activator: Admixture
and Compressiva strength dggrejate@ichanges in crading.

Fig 4. Visual guide to GPC mix design steps (Data,source: IS 10262:2019)

The classification system presented in Table 2 organizes IS Codes into a structured framework governing
concrete technology and construction methods. To&ssess the properties of fresh concrete, IS 1199 establishes
sampling protocols, IS 4031 governs consistency amd setting time measurements and IS 7320 governs
performance assessment through slump test§.yThel'evaluation of hardened concrete includes IS 516 for
compressive and tensile strength analysis, IS 3085%0r.permeability assessment and IS 13311 for non-destructive
testing applications. Material specifications_are definediby’|S 3812-1 for fly ash quality, IS 16714 for GGBS and
IS 383 for aggregate standards, which are‘Supplemented by the IS 2386 (series) for comprehensive aggregate
testing. Special construction applications are addressed by IRC 15 for road construction, IS 1343 for prestressed
concrete and IS 2770 for reinforcementibondsstrength.

The Indian construction industry has develeped a distinctive approach to mix design by integrating IS 10262 with
IS 456, effectively modifying internationalfypractices to accommodate local material characteristics and
environmental conditions. IS 10262 (IS for Concrete Mix Design) is similar to several international standards,
including ACI 211.1, EN 206 andAustralian Standard 1379. However, the lack of developed standards for
advanced concrete testing poses challenges. Currently, there are no IS equivalents for critical tests such as
American Society for Testing and Materials C1202 (ASTM), which measures chloride resistance, ASTM C215-19
used for resonant freq@ency testing and United States Environmental Protection Agency 1311 (USEPA) for
toxicity testing is widely used but nét locally adapted. This dependence on foreign standards limits India's ability
to independently regulate andiinaovate in construction materials. Developing a dedicated IS code for these tests
will improve qualityieontrol, support sustainable construction practices and align India's construction industry with
global benchmarks, ultimately strengthening infrastructure development.

Table2"Comprehensive list of IS codes (Data source: Bureau of Indian Standards (BIS))

\ Fresh Concrete Tests

mmeter IS Code Standard Title
Workability IS 1199:2018 Methods of Sampling and Analysis of Concrete
Flof table IS 5512: 1983 Specification for flow table
VIEB! apparatus IS 5513.'1976 Specification for Vicat apparatus
Slump test IS 7320_' 1974 Specification for concrete slump test apparatus
. , Determination of Consistency of Standard
. .Con3|s.tenc¥ IS 4031 (Part 4) Cement Paste
In:;?lpse?rt]:'gagb-:-l:?qe :2 3831 (Ear: g) Determination of Initial and Final Setting Times
P . 1 (_ art 2) Determination of Fineness by Blaine Air
ozzolanic Activity IS 1727:1967 Permeability
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Methods of Test for Pozzolanic Materials

Hardened Concrete Tests

Compressive Strength
Flexural Strength IS 516:1959 Methods of Tests for Strength of Concrete

Split Tensile Strength

Permeability

Non-Destructive Testin IS 3085:1965 Permeability of Cement Mortar and Concrete
(NDT) 9 IS 13311 (Part 2):1992 Ultrasonic Pulse Velocity Testing
Bond Strength (Rebar) IS 2770 (Part 1):1967 Pull-Out Test far BondgStrength
gin IS 456:2000 Plain and Reinforced Concrete
Durability
Material-specific testing and Design Standards J
Parameter IS Code Standard Title
Mix design IS 10262:2019 Concrowy M"éazzl?r:‘egr"pomon'”g
Specification for Fly Ash for Use as Pozzolana
Fly Ash IS 3812-1 (2003) y.
GGBS (Slag) IS 16714 Specification fgLS‘g)éJencsllgranulated Blast
Aggregates IS 383:2016 9

Coarse and Fine Aggregates for Concrete

Aggregate Tests, Particle
Size and Shape, Specific IS 2386 (Series)
Gravity

Methods of Test for Aggregates, Gradation
Analysis, Physical Mechanical Properties

Method of test for determination of water
Natural building stones IS 1124: 1974 absorption, apparent specific gravity and

porosity of natural building stones
SpeMtions
Application \ode Standard Title

Concrete Roads - Code of Practice

Pavements (Roads) IRC15:2011 . . .
Pavement Mix Design IRG.44:2017 Guidelines for Cer;zr\;tegzrr]]ct:;ete Mix Design for
Concrete Paving Blocks IS 15096: 2021 Concrete Paving Blocks - Specification
Soil Interaction I1S,2027 (Series) Methods of Test for Soils
Liquid/Plastic Limits 1S'2027 (Part 5) Soil Consistency
Specific Gravity, IS 2027 (Part 3) Soil Solids
Prestressed Concrete IS 1343:2012 Prestressed Concrete - Code of Practice
Precast IS 18889:2024 Precast Concrete Paving Flags - Specification
Reinforcement (Steel Bars) IS 1786:2008 High-Strength Deformed Bars
Seismic Evaluation IS 15988:2013 Strengthening of RC Buildings
Chemical’ Admixtures 1S 9103:1999 Specification for Concrete Admixtures
Waterproofingl€ompounds IS 2645:2003 Integral Protection
Water/WastewatemAnalysis IS 3025 (P10):2023 Sampling and Testing

2.4 Durability and limitations of IS codes

GPC has a highfreeze-thaw resistance with a loss of less than 1.1% mass after 300 cycles of freezing and thawing
in high-=calciumy mixes with GGBS, which is better than Ordinary Portland Cement (OPC) due to dense Sodium
Alumino-Silicate Hydrate (N-A-S-H) and Calcium Alumino-Silicate Hydrate (C-A-S-H) gels that are developed
during thermal curing. The sulfate and chloride degradation is low and the chloride penetration 50% less than
OPC due to fine pore structures of optimized activator ratios. Indian field exposure confirms sustained
performance in humid coastal environment when ambient curing followed by initial heat (Lokesha et al., 2024; B.
Zhang, 2024;Amran et al., 2021; P. Zhang et al., 2025:Kanagaraj et al., 2023; Degirmenci, 2018).

The existing IS codes have no GPC-specific mix design guidelines, which makes it necessary to rely on OPC
proportions, which do not consider activator molarity, curing regimes and result in an error margin of 20-30% in
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the final strength. This has been in the form of no requirements made to cover the effects of thermal curing on the
workability or durability tests leading to inconsistency in the GPC approvals. The priority revisions are to be
standardized in activator ratios, incorporate GPC durability procedures and authenticate against the fly ash
variability (Danish et al., 2022; Jeyasehar et al., 2013; Meshram, 2023; Chowdhury et al.,, 2021;
Thirugnanasambandam, 2018).

3 Results and discussion
3.1 Curing strategies for GPC

The curing is significant in the mechanical and durability properties of GPC and this is a traitythat sets GPC apart
from the traditional Portland cement systems. A geopolymerization process is a reactioh that ferms water during
the reaction and requires water retention to gain strength (Bagde et al., 2022; Kanagaraj.etdl:; 2022). This subtle
distinction necessitates a specific curing regimen and the methods are thermal (60°C-100 °C), ambient curing,
steam curing and solar-assisted curing (Davidovits, 2013; Alex et al., 2022). Such compliancéief'the methods with
their influence on the microstructural development of the binder phase is alS@ydirectly associated with the
effectiveness of the methods and indeed, high temperatures tend to favor jearly strength and ambient
temperatures offer slower and more stable growth of strength over time (Vijai.et ald, 2010)r

The heat curing processes, i.e., oven or steam curing process, lead to thedfermation of a thick network of
aluminosilicate gel-matrix, which is essential to attain high compressive strength within a short duration (Hardjito,
2004).Nevertheless, when the heat is too high and the time is too ‘Shert, free water gets evaporated rapidly,
producing microcracks necessitating controlled temperature and time exposure. By contrast, ambient curing does
not involve any thermal stress and is more applicable to cast-in-place materialsiwhere control of heating is difficult
(Shilar et al., 2022). Instead, faster setting periods and supgrior mechanical properties may be obtained by
ambient-cured nano-modified geopolymers, in particular those with’ nano-silica (Prakasam et al., 2019). The
curing effect is also observed past the compressive strength,“eéxtending to the fracture energy, tensile property
and elastic modulus. It has also been demonstrated that GPC igpbetter at crack resistance, showing greater
fracture energy than Portland cement (Nath and Kumar Sarker, 2016). In the meantime, samples cured using
heat yield a much higher early strength: this is advantageous when working with precast parts, in which a short
production cycle and quick demolding are desirablef(Hardjito and Rangan, 2005; Muthuramalingam et al., 2016).
Moreover, the aspect of condition curing directly affects Johg-term durability levels, including water absorption and
porosity, with the most fine-tuned regimens leading to loWer permeability levels and a longer service life
(Kanagaraj et al., 2022).

Concisely, issues like material composition, environmental limitations and expression of desired performance
should be taken into consideration when cho@sing the right curing technique. The choice of heat curing is still the
preferred solution when working in precast withja high strength requirement, yet the ambient curing offers a
convenient and effective alternative™in, the™field™“A balanced comprehension is more vital in these curing
approaches to guarantee technical perfokmance and long-term placement of the GPC in the contemporary
construction mechanics. Figure 3 shows the advantages and disadvantages of various curing techniques used in
GPC, including heat, ambient andysteam curing. Each method exhibits different effects on curing time, energy
requirements and resulting physicaliproperties. Heat curing accelerates strength development but increases
energy consumption, while ambient curiig is economical but slow. Steam curing increases efficiency by using
less energy, but increases water absorption at a younger age compared to normal curing, although absorption
decreases over time infall methods (Hardjito, 2004). Comparative analysis helps in the selection of the most
appropriate curing method®ased @n specific application needs.

() (s )
(7 <)

Ry ————— N

Merits Merits Merits

+ Rapid strength gain + Energy efficient + Uniform temperature
F*Higher early-age strength *» No thermal stress cracks distribution

+ Densér microstructure + Large-scale construction + Accelerated strength

+ Long-term strength * Reduced shrinkage cracks
Demerits

+ |deal for precast concrete Demerits Demerits

+ Energy intensive + Slower strength development + High energy requirements

+ Risk of microcracking =80°C + Sensitive to low temperatures + Needs specialized equipment

+ Limited on-site application * May require nano-additives + Mostly limited to precast
X AN NS /)

Fig. 5. Merits and demerits of Curing Method


http://www.engineeringscience.rs/

Journal of Applied Engineering Science

Vol. 24, No. 1, 2026
www.engineeringscience.rs

Shweta Tikotkar et al. - Comprehensive
evaluation of Indian Standard codes and curing
approaches for geopolymer concrete

iipp

publishing

Table 3. A state-of-the-art assessment on applications related to curing methods
Heat Ambient

Steam

Commercial: Precast facade
panels, Architectural cladding,
Sewer pipes

(Gourley et al., n.d.)
Infrastructure: Railway sleepers,

Residential: Low-rise buildings, Foundations
(Nath and Kumar Sarker, 2016)
Commercial: Parking slabs, Walkways
(Vijai et al., 2010)

Transport: Airport runway repairs,

Infrastructure: Bridge
girders, Metro viaducts

Marine:

Port wharves, Coastal
retaining walls

electric poles
(Muthuramalingam et al., 2016)
Industrial:

Factory floors, Prefabricated
drainage channels (Seung Yup
Yoo, 2014)

Precast footway panels
(Andrews, 2011)

The application of GPC based on curing techniques is shown in Table 3. Heat eWrsing is used in commercial,
industrial and transportation sectors, including precast elements and infrastructure. Ambient curing is suitable for
residential and rural applications due to its low energy demand. Steam curihg is used in infrastructure, industrial
and marine projects, which provides increased efficiency. Each method aligns'With specific project requirements,
highlighting the versatility of GPC in a variety of construction’needs. The next sub-section discusses further
research on how different binder materials affect curing methods.

(Venkatesan and
Pazhani, 2016)

Sewerpipeline
(Gourley'et al., n.d.)
Box culverts
(Cheema et al., 2009)

Bus rapid transit (BRT) stations
(Glasby et al., 2015)
Marine Structures
(Rahman and Al-Ameri, 2022)
Rural roads
(Bellum et al.,2020)

3.2 Study of various binder materials’ influence on curing methods

Fly ash is a by-product of coal combustion, primarily from power plants, that is rich in silica and alumina. It
originated as a waste but is now used in sustainable &GPC. When activated with an alkali solution, it increases the
strength and durability of concrete. Curing at 60°@ for 24 hours only provides high strength, although after 48
hours, it's less beneficial. Additionally, ambient cufing cai provide 15% more strength than steam-curing (Hardijito,
2004); (Lloyd and Rangan, 2010).

Similarly, a by-product of iron production, GGBS is atsustainable alternative to Portland cement. Studies show
that curing has a significant effect on GGBS;based geopolymers. In a study, El-Hassan (El-Hassan et al., 2017)
reported a dense microstructure and low peresity, which increased performance. Karuppannan observed a
maximum strength of 21.35 MPa for an,80%,.GGBSymix cured at 80°C. These results confirm that increased curing
temperature accelerates geopolymerizatien, reduces porosity and significantly improves mechanical properties in
GGBS-based systems (Karuppannan et ali2020).

After this, Alccofine powder, whichyis made by grinding ultra-fine slag material, has high calcium and silica content,
helps GPC set quickly and gain strehgth. A key advantage is that Alccofine concrete cures at room temperature,
unlike regular GPC, which requires heat, making it easier in construction (Goyal et al., 2019). Heating at 80°C
accelerates geopolymerization and improves the performance of Alccofine and calcined clay. However, this heat
can cause cracks when,using aluminum powder in porous structures (Kumar et al., 2019).

Similarly, rocks containingpgold are” mined. After crushing and processing this rock, the remaining sand-like
material is called tailings. Thesedailings are obtained from gold mines like Kolar Gold Fields (India) and Nova
Scotia (Canada) (Rgeethi A, 2017). Studies have shown that gold ore tailings in GPC can be cured at ambient
temperature. Althoughjthey contain harmful metals, geopolymerization traps these metals, making the GPC safe
in constructiong(lzokesha‘et,al., 2024).

Further, kaolin isifermed when feldspar rocks break down under warm, moist, or acidic conditions. First discovered
in Gaoling, China, itlis now mined in China, the United States, India and Brazil. As the weathering happens, they
change_from halloysite to kaolinite (Ali Sayin, 2007). Similarly, volcanic ash can replace part of the cement,
providing stréngth comparable to traditional concrete (Susanti et al., 2018). Kaolin and fly ash-based GPC, heat
curing at 100°C for 72 hours, gives the strongest results. Mixing kaolin with fly ash and silica fume helps in
producing durable concrete (Okoye et al., 2015).

Furthermerefsilica fume is a very fine powder produced during the manufacturing of silicon and ferrosilicon alloys
in an electric arc furnace. Once considered waste, this fume has been used in concrete since the 1970s. Its small
particles make concrete stronger and water-resistant. (Siddiqi et al., 2023). Steam curing works best for early
strength, which makes the concrete denser. Adding 2% silica fume gives the best strength increase, but beyond
this value, it does not increase strength (Nagarajan A, 2022).

In the same context, Rice Husk Ash (RHA) comes from the burning of rice husks, an agricultural by-product. It is
rich in silica and is primarily collected from rice-growing areas. Its quality depends on how it is burned, with the
best silica content at a certain temperature. RHA helps make concrete stronger and durable (Okoya B.A 2021).
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Heat curing improves its durability and corrosion resistance. RHA creates a dense, protective structure that
performs particularly well when heat-cured, allowing it to last longer in severe conditions. (Indrajit Krishnan and
Nagan, 2025)

Similarly, nano silica comes from nature (like rice husk ash) and from man-made processes. It's made by using
chemical methods (sol-gel, flame pyrolysis) and eco-friendly sources include sugarcane waste {Uniyal et al.,
2025). Adding nano silica to Fly ash/GGBS geopolymer mortar helps it cure at room temperature, making it
durable and fracture-resistant for critical construction. (Prakasham et al., 2020)

Finally, metakaolin is made by heating kaolin clay (650-750°C), converting it into a reactive powder<Found
worldwide, it improves the strength and durability of concrete (Ibrahim et al., 2018). Oven curing gives better initial
strength, while high temperature can weaken it. Proper curing ensures optimal performafice’(Shilar et al., 2022).

Table 4 presents a compilation of Indian research studies investigating particularly the £uring, and material
characteristics of GPC. Studies have shown that steam curing significantly increasesfeompressive strength,
fracture resistance and chloride ion resistance compared to ambient curing. For example, samples cured under
steam at 60°C for 24 hours show higher compressive and tensile strengthspcompared to ambient curing
(Nagarajan A, 2022). The implementation of activators NaOH, KOH and Na,SiO; in various molarities and
proportions has an impact on the process of geopolymerization, which influefices thegubsequent performance of
such a material (Kumar et al., 2019; Lokesha et al., 2024; Ding et al., 2018). Impro¥ement in mechanical properties
is also achieved due to high molarity and optimal solution to binder ratio, as evidenced by compressive strength,
flexural strength and modulus of elasticity (Girish et al., 2025; Vora and, Dave, 2013;*Okoye et al., 2015; Indrajith
and Nagan, 2025). High temperature curing, especially 60°C - 90°C, increases the rate of reaction and thus, the
strength is achieved quickly and porosity is low (Vora and Dave, 2013; Muthuramalingam et al., 2016). Moreover,
nano-silica, graphene oxide and silica fume as additives cangbe included to improve the microstructure and
durability of GPC (Prakasam et al., 2020; Bellum et al., 2020). Allin all, to come up with good performance
geopolymer materials that provide sustainable and long-lasting,substitutes to normal concrete, there must be an
enhanced condition of curing.

Table 4. Indian Research on GPC Curing Properties

S Activator Ratio .
Scr;. Title Author Alugglcigscate (Na2SiOs /' |Molarity Rz/t:i* I\%gtrl‘llr;% Summary
NaQH)
Influence of NaOH,
some additives Fly Ash _(FA)’ Potassium FA geopolymer
on the Aleggfine hydroxide mortar
1 |properties of fly| (Kumar etal., Powder, (KOH) 8, 10, 80°C formulations
ash based 2019) Alumineiny | |\ oo, and | 12and | Oven |require optimized
geopolymer Powderand | 7 o 14 M activator ratios
cement CalcingghClay Lithium silicate and additives.
mortars (Li2SiO3)
Durability
characteristics
of geopolymer Demonstrated
concrete Gold Ore increased
5 [produced using (Lokeshaet al’, | 1 . NaOH and . resistance to
ailings, Class . 14M - Ambient X
gold ore 2024) FA GGBS NazSiOs alkaline and
tailings along ' acidic
with recycled environments.
coafse
aggregates
Fracture
propetties of The surrounding
slag/fly‘ash- GPC improves
based (Ding et al., 0.35 . ffracture properties
3 geopolymer 2018) FA, GGBS 25 14M and 0.4 Ambient along with
concrete cured compressive
in ambient strength.
temperature.
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S Activator Ratio . -
r. . Aluminosilicate| (Na,SiO3 / . B uring
No. Title Author Sources ( NaOH) Molarity Ratio* | Method Summary
Effect of Slag
Sand on
Mechanical .
Ambient
Strengths and -
Faigue | (O'> @ | FA, GGBS 1:2.5 10M | 045 |/ 1425 road balie:
Performance of ) an excelient latigue
aving arade Y | resistance under
P co %Igmer ic loading are
9 co?mcr):ate advantages.
The CS of the
Parametric GPC increases
Studies on with an increase
: in the curing time.
Compressive |(Vora and Dave, 48 hours
Strength of 2013) FA 2and2.5 14M an at75°C H_owever, t_he
Geopolymer increase in
Concrete strength beyond
24 hours is not
very significant.
Fly ash/Kaolin
e:ajf‘r’ner (Okoye etal., | FA, Kaolin, KO am | . |40CHo )
geopoly 2015) Silica Fume 2.5 120°C
green
concretes
Electrochemica
| assessment
of rebar Thermally-treated
corrosion samples are
resistance in better than
geopolymer (Indrajith Rice Ash 60°C ambient-cured
concrete Krishnan and A) a 2.5 12M 0.5 Oven samples in
incorporating | Nagan, 2025) chloride
ground resistance and
granulated anti-corrosion
blast furnace performance.
slag and rice
husk ash
Enffg_tb%fsfg Red mud shows
geopolymer potential as a
) (Singh ., | Red Mud and i . geopolymer
b'“sﬂfé:r;rf 2023)  [Bauxite Tailings|  2° M Ambient\ -\t der for soil
9 stabilization
applications.
Sodium Hardness
metasilicate weight- increases with
. FA and Red to- . curing time, from
(Nevin K., 2019) pentahydrate ; - Ambient : !
Mud (NazSiO weight ductile to brittle at
and re 5H 20) 235 ratios high fly ash
under ambient 2 e content.
conditions
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Activator Ratio

Sr. : Aluminosilicate| (Na,SiO3 / . S/B | Curing
No. Title Author Sources ( Molarity Ratio* | Method Summary
NaOH)
Strength and
durability
properties of Ambient
geopolymer o
10 concrete made (Venkatesar} GGBS and 60°C compressive
. and Pazhani, 2.5 8M 04 and
with ground Black RHA strength
2015) 9 :
granulated h pared to their
blast furnace bient-cured
slag and black unterparts.
rice husk ash
Nano-silica
Mechanical, promotes
durability and geopolymerization
fracture , producing more
properties of | (Prakasam et |FA, GGBS and : sodium
" | nano-modified|  al., 2019) | Nano Silica 2.06 0.3 “lAmbient) . minosilicate
Flyash/GGBS hydrate
geopolymer (AlH;Na,O-,Si)
mortar and reducing
matrix porosity.
Behaviour of Atmospherically
ambient cured cured prestressed
prestressed GPC beams
12 and non- (Sonal et al., FA GGB 25 14M ) Ambient match th_e load
prestressed 2022) capacity of
geopolymer Portland concrete
concrete with sufficient
beams strength.
Development The comprelTswe
of high- _ and tensile
Ambient| strengths of
strength and samples cured
geopolymer Nagaraja Steam | under ambient
13| concretein | (N92ARL, 25 1M | - . ter
corporating ) curing | conditions were
high-volume 60°C 24 |significantly lower
cg ersla h than those of
pp g steam-cured
and micro silica
samples.
Investigation
NaSiOs/ _ Demonstrated
o, et al NaOH and Ambient increased
202’0) "1 FA, GGBS Grap_hene 8M 04 |28and| compressive
oxide 60 days| strength and
2 elastic modulus
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S Activator Ratio . -
r. . Aluminosilicate| (Na,SiO3 / . B uring
No. Title Author Sources ( NaOH) Molarity Ratio* | Method Summary
Behavioural
analysis of fly
ash based (Muthuramalin 90°C
15 | prestressed L 201 9 FA 25 16M 0.48 24h hanical
geopolymer am et al., 2016) mec arr;.lca
properties
conprete mpared to
electric poles .
nventional
concrete.
Potassium-
Evaluation of activated GPC
structural . exhibits
Potassium 50°C for s
16 g?r&ogg?ggﬁﬁ (Shilar et al., |Marble Powder| silicate av | 02587, 14, 28 susglnc'fr";?g'g’ "
2022) and Metakaolin| (K,SiOs) and 0.50 | and 90 |SYP reng
based properties
(KOH) days.
geopolymer compared to
concrete conventional
concrete.
Development Heat-cured
of various Steam |concrete exhibits
curing effect of K | and hot sigrr:ific;antly
. umaravel, air at igher
17 gt?g:n?r: 2014) FA, GGBS 25 &M ) 60°C compressive
Geo olgmer and strength than
cogcr)el;te Ambient| atmospherically
cured specimens.
*S/B ratio — solution to binder ratio

3.3 Economic Viability, Sustainability and Recommendations

GBS have an initial cost of materials 10-22% higher than that of OPC
the life cycle cost decreases by 13% over 50 years due to lower
is (LCA) demonstrates reduction of 60-80% of CO2 emissions,
aste (binder), but some obstacles are involved, such as poor quality of
precursors and high up-front costs. A akaolin-based geopolymer mixture achieved a 61% reduction in global
warming potential relative to the cement concrete. Pilot projects in India indicate that precast elements are
economically viable at large-scale production when the cost of activator and logistics is decreased by scaling.
(Munir et al., 2023; Aa al., 2022; Kiruthika K et al., 2023; Tamoor & Zhang, 2025; Omid B & Amir
M R, 2025; Das et al., 5 lists the estimated material cost for geopolymer concrete in India. Table 6
provides a life cy etween geopolymer concrete and OPC in the Indian context.

GPC mix designs using Indian fly ash a
because of the expenses of the activators
maintenance. Cradle-to-gate Li
which is caused by use of indus

mparison for GPC and OPC for Indian Scenario in Indian rupee (INR) per m?

Compo Typical Quantity (M25/M30 | &4 contribution (INR) Notes
Grade)
400-500 kg (FA50%-GGBS50%) | -OW 'NF;'S%)‘W K9y | Waste-derived binder
60 kg 900 High activator cost
20 kg 2,400 Dominant expense
Aggregates 1,200-1,500 kg Similar to OPC (~1,500) Standard
27% higher than M25
GPC M25/M30 - 4,699/ 5,883.5 OPC (INR 3,675)
OPC M25/M30 - 3,675/5,780 Standard rates
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Table 6. LCA comparison for GPC and OPC

Impact Category Geopolymer Concrete OPC Concrete Reduction
CO, Emissions 80% lower (fly ash full/partial) Standard rates No clinkering
Global Warming Pot. Superior Higher Wasteé utilization
Energy Use Lower embodied (bulk scale) Higher Up taf40% Cest parity
Durability High thermal stability (800°C) Standard Ambient/heat curing

Geopolymer concrete in India leverages abundant fly ash from thermal plants, achieving 2#% higher initial material
costs (INR 4,699/m? vs. INR 3,675 for M25 OPC) due to activators like NaOH and sodiumgsiliegate. Optimized
mixes with 50% FA-50% GGBS match M25 strength at 28 days, with heat curing at 60-90°C essential for low-
calcium fly ash but adding energy; ambient curing viable with slag additions up to 30-40%. LCA réveals 80% CO,
cuts and potential 10-30% cheaper production long-term via waste streams, especially under pollution taxes,
though full fly ash mixes limit ambient strength without additives (Patel et al., 20225 T haarrini et al., 2016, Verma,
et al., 2022; Jeyasehar et al., 2013; Thirugnanasambandam, 2018; Kanagafaj et al., 2023; Rajalakshmi, et al.,
2023).

GPC lowers one tonne CO:2 per m? of cement emissions in India by utilizing fly ash,as much as possible through
policy incentives such as extensions of the Perform, Achieve and jrade (PAT)seheme, which refers to the
expansion of India's energy efficiency program under the Bureau offEnergy Efficiency (BEE). Suggestions
comprise 20% GST rebates on activators, mandatory 10% GPC on public'precast like railway sleepers, as well
as BIS fast-tracking of IS standards on mix design and curing. Research and development subsidies to Artificial
Intelligence-Life Cycle Assessment (Al-LCA) tools can be use@ to favor low article processing charged journals
to Indian researchers. (Aafsha Kansal et al., 2022; Ramesh etal., 2025; Marinelli & Janardhanan, 2022; Strategic
Market Research, 2024; Riya Desai, 2025). Conventional OPC*pfoduction is energy consuming and a source of
high CO2 emission per tonne of cement, a motivation for GPC, althotigh the reported studies lack a complete and
directly comparable table of process energy (kilowatt hours per m3) of GPC versus OPC (Verma et al., 2022).

4 Conclusion

Although IS 10262 (2019) serves as the referefice fof GPC4h India, a new standard that focuses solely on the
alkali activation mechanism, mix design, curing metheds, /material classification and other technical parameters
must be developed, with references to international standards relevant to GPC. More sophisticated approaches,
such as the Taguchi optimization or Al/ ML%@els, have potential but would need more validation in the field. GPC
offers up to 80% CO, reduction and 13% lowerdlife-cycle costs, though initial costs remain 20-30% higher due to
activators. In curing, the use of heat/st€éamisistilithe)best way to cure precast elements that require quick strength
development, though ambient/air curingqwith the use of nano-additives has been rising in popularity on-site
projects because it uses less energy. To achieve a balance between performance and sustainability, a hybrid
curing (short-duration heat curiAgyfollowed by ambient conditions) method is suggested. GPC shows superior
durability but lacks clear IS code stamdards. Just as government initiatives promote sustainable technologies,
such as subsidies for electric vehiclesjlncentives for the adoption of urban solar energy and mandates for
rainwater harvesting systems in residential complexes, GPC also requires institutional support. Al-based mix
optimization and policygncentives like tax rebates and GPC mandates can boost large-scale adoption in India.
Government agencies shauld incarporate GPC into public infrastructure policies, while NGOs can facilitate its
adoption through awarenessjeampaigns and demonstration projects. Although GPC cannot yet completely
replace cement, itéean start with'small applications such as rural roads, insulation walls, pavements, pool linings,
precast bricks and drainage covers. It will effectively demonstrate its effectiveness and encourage widespread
adoption in sustainable construction. The studies in the future should use data not only from Scopus but also from
Web of Sciencegyand fill'major gaps like the cost of materials, long-term durability and large-scale production.
Important parameters such as molarity, fly-ash-to-activator ratios, acid resistance and self-healing behave
systematically and must be studied to minimize the use of regular concrete. Essential joint efforts shall be initiated
between“the, researchers, policy makers and the industries for awareness, standardization, large-scale
implementationy ensuring availability of GPC, the cost reduction and technical challenges shall be addressed to
meeti.the requiféments in the Indian construction industry.
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