1. Stacking fault energy for Al was studied by alias shear deformation method.   

2. Effect of alloying elements on the stacking fault energy of Al was studied. 
3. The present data agree reasonable with the available measured and calculated data.
4. The present findings provide an insight into the design of Al based alloys.
